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The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description : (A)Sample (White)

Style No. :  S-TFK111212M 280gsm Mesh

Sample Color : (A)White

Proposed Care Instruction @ -

Sample Receiving Date  :  Mar 16,2020

Testing Period : Mar 16,2020 - Apr 10,2020

Test Result(s) :  For further details, please refer to the following page(s).
Test Performed :  Selected test(s) as requested by applicant

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd Testing Center

Homtm Lhon

Hattie Chen (Account Executive)
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Member of the SGS Group (SGS 8A)



